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EXPERIMENTAL STUDIES OF ELEMENTS OF STRUCTURAL-GUY 

ROPE COATING 
 

The sequence of manufacturing of ferrocement and reinforced concrete elements of the 
structural-guy rope coating is described. The results of the experimental studies of the 
ferroconcrete and reinforced concrete covering elements are showed and the dependence of 
deformation on load are plotted. 
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